
Oct 01, 2015 NAPTF Notes 
 
Note: Please record “start and end time, cycles, etc….” for any activity (e.g. 
for profile measurements, straight edge, etc…) 

Time Seq
# 

Pass# Pavemen
t total 
run # 

Comments 

    Continue testing of CC7 trafficking for south test items with 1 dual 
wheel tests using module 4 on the south. Carriage 2 testing loads 
of 36 kips and tire pressure of 200 psi. Test with 2.5 mph test 
speed. Trigger location, SPU1 west -20, east 150 and SPU2 west 
135, east 300. 
 

    Pavement Temperature (F): 
 T6A T6B T6C T6D T7A T7B T7C T7D 
Start  
Finish 
 

  07:31 1 12013 12013 Test started for 1st wander.   

  09:39 66 12078 12078 Test end for 1st wander. Test hold for rut and profile 
measurements. 

  10:09 1 12079 12079 Test resumed for 2nd wander. 

  12:16 66 12144 12144 Test end for 2nd wander. Test hold for rut and profile 
measurements. 

     

    End of testing for today 

     
 

     

     

     

     

     

     

     

     

     

     



Oct 05, 2015 NAPTF Notes 
 
Note: Please record “start and end time, cycles, etc….” for any activity (e.g. 
for profile measurements, straight edge, etc…) 

Time Seq
# 

Pass# Pavemen
t total 
run # 

Comments 

    Continue testing of CC7 trafficking for south test items with 1 dual 
wheel tests using module 4 on the south. Carriage 2 testing loads 
of 36 kips and tire pressure of 200 psi. Test with 2.5 mph test 
speed. Trigger location, SPU1 west -20, east 150 and SPU2 west 
135, east 300. 
 

    Pavement Temperature (F): 
 T6A T6B T6C T6D T7A T7B T7C T7D 
Start  
Finish 
 

  07:30 1 12145 12145 Test started for 1st wander.   

  09:38 66 12210 12210 Test end for 1st wander. Test hold for rut and profile 
measurements. 

  10:05 1 12211 12211 Test resumed for 2nd wander. 

  12:12 66 12276 12276 Test end for 2nd wander. Test hold for rut and profile 
measurements. 

  12:36 1 12277 12277 Test resumed for 3rd wander. 

  14:43 66 12342 12342 Test end for 3rd wander. Test hold for rut and profile 
measurements. 

     

    End of testing for today 

     
 

     

     

     

     

     

     

     



Oct 06, 2015 NAPTF Notes 
 
Note: Please record “start and end time, cycles, etc….” for any activity (e.g. 
for profile measurements, straight edge, etc…) 

Time Seq
# 

Pass# Pavemen
t total 
run # 

Comments 

    Continue testing of CC7 trafficking for south test items with 1 dual 
wheel tests using module 4 on the south. Carriage 2 testing loads 
of 36 kips and tire pressure of 200 psi. Test with 2.5 mph test 
speed. Trigger location, SPU1 west -20, east 150 and SPU2 west 
135, east 300. 
 

    Pavement Temperature (F): 
 T6A T6B T6C T6D T7A T7B T7C T7D 
Start  
Finish 
 

  07:31 1 12343 12343 Test started for 1st wander.   

  09:39 66 12408 12408 Test end for 1st wander. Test hold for rut and profile 
measurements. 

  10:07 1 12409 12409 Test resumed for 2nd wander. 

  12:15 66 12474 12474 Test end for 2nd wander. Test hold for rut and profile 
measurements. 

  12:42 1 12475 12475 Test resumed for 3rd wander. 

  14:51 66 12540 12540 Stopped for safety LASER at Sta. 5.22 

  14:51 66 12540 12540 Test end for 3rd wander. Test hold for rut and profile 
measurements. 

     

    End of testing for today 

     
 

     

     

     

     

     

     



Oct 15, 2015 NAPTF Notes 
 
Note: Please record “start and end time, cycles, etc….” for any activity (e.g. 
for profile measurements, straight edge, etc…) 

Time Seq
# 

Pass# Pavemen
t total 
run # 

Comments 

    10 loaded passes were completed to verify the vehicle performance 
prior to trafficking on Monday, October 19, 2015. 
 

     

     

12:15 1 12541 12541 Test started 

12:34 10 12550 12550 Test end 

     

     

     

     

     

     

     

     

     

     

     

     

     

     

     

     

     

     

     



Oct 19, 2015 NAPTF Notes 
 
Note: Please record “start and end time, cycles, etc….” for any activity (e.g. 
for profile measurements, straight edge, etc…) 

Time Seq
# 

Pass# Pavemen
t total 
run # 

Comments 

    Continue testing of CC7 trafficking for south test items with 1 dual 
wheel tests using module 4 on the south. Carriage 2 testing loads 
of 36 kips and tire pressure of 200 psi. Test with 2.5 mph test 
speed. Trigger location, SPU1 west -20, east 150 and SPU2 west 
135, east 300. 
 

    Pavement Temperature (F): 
 T6A T6B T6C T6D T7A T7B T7C T7D 
Start  
Finish 
 

  07:29 10 12551 12551 Test started for 1st wander.   

  09:05 60 12600 12600 Stopped for safety LASER at Sta. 308 before data recorded. 

  09:10 59 12599 12599 Test resumed and repeated pass #12599 

  09:25 66 12606 12606 Test end for 1st wander. Test hold for rut and profile 
measurements. 
 

        

    End of testing for today 
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