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DISTRESS

TOTAL PASSES
DATE PI»JAASISLEYS DESCRIPTION NO. X AXIS (in.) s Y AXIS (in.) NOTES
NORTH | SOUTH WEST MIDDLE EAST INITIAL END SLAB
4/28/2017 0 0 0 Shrinkage Crack 1 3 45 51 02S Crack is directly above sensor 1" below the surface.
5/5/2017 0 0 0 Shrinkage Crack 2 141 45 51 04S Crack is directly above sensor 1" below the surface.
Crack is directly above sensor 1" below the surface. Found after 1 wander (66 passes) @ 40k Ibs. as part of the
10/3/2017 0 0 0 Shrinkage Crack 3 142 92 94 04N ramp up pre-traffic testing.
After track loads of 45k and 50k Ibs. as part of the ramp up pre-traffic testing, the distress expanded to cover the
10/3/2017 0 0 0 Shrinkage Crack 3 142 92 98 04N full length of the embedded sensor.
Crack is directly above sensor 1" below the surface. Found after 1 wander (66 passes) @ 40k Ibs. and track loads

10/3/2017 0 0 0 Shrinkage Crack 4 3 99 100 07S of 45k and 50k Ibs. as part of the ramp up pre-traffic testing.
10/10/2017 660 660 660 Shrinkage Crack 5 3 92 102 02N Crack is directly above sensor 1" below the surface.
10/10/2017 660 660 660 Shrinkage Crack 6 0 28 45 45 O3N
10/10/2017 660 660 660 Shrinkage Crack 7 5 7 43 45 O5N Crack emanates from a missing 1/2" aggregate at the pavement surface.
10/10/2017 660 660 660 Shrinkage Crack 8 141 148 9 15 01S
10/11/2017 1320 1320 660 Shrinkage Crack 9 17 28 90 90 O1N
10/11/2017 1320 1320 660 Shrinkage Crack 10 71 79 41 41 03N
10/11/2017 1320 1320 660 Shrinkage Crack 11 34 54 35 35 03N
10/11/2017 1320 1320 660 Shrinkage Crack 12 24 34 35 45 03N
10/11/2017 1320 1320 660 Shrinkage Crack 13 110 125 35 35 03N
10/11/2017 1320 1320 660 Shrinkage Crack 14 135 144 45 45 02s
10/11/2017 1320 1320 660 Shrinkage Crack 15 141 111 127 O1N
10/12/2017| 1980 1980 660 Shrinkage Crack 16 67 90 49 49 04N
10/12/2017 1980 1980 660 Corner Break 17 0 45 0 57 025 Low severity.
10/16/2017 | 2640 2640 660 Shrinkage Crack 18 108 117 122 144 O1N
10/16/2017 | 2640 2640 660 Shrinkage Crack 19 124 95 114 O1N
10/16/2017 | 2640 2640 660 Shrinkage Crack 20 52 59 57 63 01N
10/16/2017 | 2640 2640 660 Shrinkage Crack 21 44 52 141 141 02N
10/16/2017 | 2640 2640 660 Shrinkage Crack 22 23 31 34 114 02N
10/16/2017 | 2640 2640 660 Shrinkage Crack 23 24 43 53 53 02N
10/16/2017 | 2640 2640 660 Shrinkage Crack 24 43 45 29 56 02N
10/16/2017 | 2640 2640 660 Shrinkage Crack 25 54 83 94 02N
10/16/2017 | 2640 2640 660 Shrinkage Crack 26 135 138 55 62 02N
10/16/2017 | 2640 2640 660 Shrinkage Crack 27 63 75 96 102 04N
10/16/2017 | 2640 2640 660 Shrinkage Crack 28 129 122 129 O5N
10/17/2017| 3300 3300 660 Shrinkage Crack 29 74 98 64 64 04N
10/17/2017| 3300 3300 660 Shrinkage Crack 30 109 112 134 144 095




10/18/2017 3960 3960 660 Shrinkage Crack 31 12 15 57 65 O1N

10/18/2017 3960 3960 660 Shrinkage Crack 32 42 47 70 105 04N

10/18/2017 3960 3960 660 Shrinkage Crack 33 0 14 103 106 O5N

10/18/2017 3960 3960 660 Shrinkage Crack 34 65 68 93 96 03s

10/19/2017 4620 4620 660 Shrinkage Crack 35 68 87 94 94 04N

10/19/2017 4620 4620 660 Shrinkage Crack 36 132 144 68 72 01S

10/19/2017 4620 4620 660 Shrinkage Crack 37 45 53 3 3 025

10/19/2017 4620 4620 660 Shrinkage Crack 38 27 38 22 22 025

10/19/2017 4620 4620 660 Shrinkage Crack 39 31 40 35 35 025

10/19/2017 4620 4620 660 Shrinkage Crack 40 94 0 22 025

10/19/2017 4620 4620 660 Shrinkage Crack 41 92 99 3 3 04s

10/23/2017 5280 5280 660 Shrinkage Crack 42 47 51 136 140 O3N

10/23/2017 5280 5280 660 Shrinkage Crack 43 8 99 103 04N

10/23/2017 5280 5280 660 Shrinkage Crack 44 18 50 58 01s

10/24/2017 5940 5940 660 Shrinkage Crack 36 92 144 40 72 01s Crack extended in the southwest direction.
10/24/2017 5940 5940 660 Corner Break 45 122 144 82 144 010S Low severity.

10/26/2017 7260 7260 660 Shrinkage Crack 46 49 0 8 04s

10/26/2017 7260 7260 660 Shrinkage Crack 47 133 139 89 96 02S

10/26/2017 7260 7260 660 Shrinkage Crack 36 76 144 34 72 01S Crack extended in the southwest direction.
10/26/2017 7260 7260 660 Shrinkage Crack 48 99 57 69 02N

10/26/2017 7260 7260 660 Shrinkage Crack 49 55 98 114 OSN

10/30/2017 7920 7920 660 Shrinkage Crack 50 132 144 29 29 01s

10/30/2017 7920 7920 660 Transverse Crack 40 94 0 35 02S Low severity. Crack extended in the north direction.
10/30/2017 7920 7920 660 Longitudinal Crack 39 31 144 35 35 02S Low severity. Crack extended in the east direction.
10/30/2017 7920 7920 660 Shrinkage Crack 51 43 58 43 43 02s

10/30/2017 7920 7920 660 Shrinkage Crack 52 128 0 13 05S

10/30/2017 7920 7920 660 Shrinkage Crack 32 28 54 0 120 04S Crack extended in the north and south direction.
10/30/2017 7920 7920 660 Shrinkage Crack 53 121 144 102 102 04N

10/30/2017 7920 7920 660 Shrinkage Crack 48 99 57 111 02N Crack extends in the north direction.
10/30/2017 7920 7920 660 Shattered Slab 54 02S Low severity.

10/31/2017 8580 8580 660 Shrinkage Crack 55 108 120 108 144 02N

10/31/2017 8580 8580 660 Longitudinal Crack 36 0 144 29 72 01S Low severity. Crack extended in the west direction.
11/1/2017 9240 9240 660 Shrinkage Crack 56 48 53 46 48 01N




11/1/2017 9240 9240 660 Shrinkage Crack 57 48 53 84 87 O1N

11/1/2017 9240 9240 660 Transverse Crack 32 28 55 0 144 04N Low severity. Crack extended in the north direction.
11/1/2017 9240 9240 660 Shrinkage Crack 58 120 125 33 44 05S

11/1/2017 9240 9240 660 Shrinkage Crack 59 122 144 34 39 03s

11/7/2017 11220 11220 660 Shrinkage Crack 60 68 144 98 105 04N

11/7/2017 11220 11220 660 Shrinkage Crack 61 95 144 108 115 04N

11/7/2017 11220 11220 660 Shrinkage Crack 62 87 144 63 64 04N

11/7/2017 11220 11220 660 Shrinkage Crack 63 9 21 103 109 O5N

11/7/2017 11220 11220 660 Shrinkage Crack 64 106 144 29 35 01S

11/7/2017 11220 11220 660 Shrinkage Crack 65 96 115 37 43 01S

11/7/2017 11220 11220 660 Shrinkage Crack 66 116 121 49 57 01S

11/7/2017 11220 11220 660 Transverse Crack 40 94 0 82 02S Low severity. Crack extended in the north direction.
11/7/2017 11220 11220 660 Shrinkage Crack 67 96 99 88 90 02s

11/7/2017 11220 11220 660 Shrinkage Crack 68 103 89 92 02s

11/7/2017 11220 11220 660 Shrinkage Crack 69 115 0 6 03s

11/7/2017 11220 11220 660 Shrinkage Crack 59 111 144 34 39 03s Crack extended in the west direction.
11/7/2017 11220 11220 660 Shrinkage Crack 70 47 55 95 103 03s

11/7/2017 11220 11220 660 Shrinkage Crack 71 58 76 100 100 03s

11/7/2017 11220 11220 660 Shrinkage Crack 72 69 89 93 03s

11/7/2017 11220 11220 660 Shrinkage Crack 73 40 42 31 39 04s

11/7/2017 | 11220 11220 660 Shrinkage Crack 74 30 41 34 61 04s

11/7/2017 11220 11220 660 Shrinkage Crack 52 128 0 24 055 Crack extended in the north direction.
11/7/2017 | 11220 11220 660 Shrinkage Crack 75 99 101 141 141 095

11/8/2017 | 11880 11880 660 Shrinkage Crack 76 101 126 132 095

11/8/2017 | 11880 11880 660 Shrinkage Crack 77 20 24 35 01s

11/8/2017 | 11880 11880 660 Shrinkage Crack 78 15 22 0 20 03s

11/8/2017 | 11880 11880 660 Shrinkage Crack 79 21 30 95 98 03s

11/8/2017 | 11880 11880 660 Shrinkage Crack 80 48 51 0 7 055

11/8/2017 | 11880 11880 660 Shrinkage Crack 81 128 134 66 100 055

11/9/2017 | 12210 12210 330 Shrinkage Crack 82 73 83 92 92 01N

11/9/2017 12210 12210 330 Shrinkage Crack 55 99 120 104 144 02N Crack extended in the southwest direction.
11/9/2017 12210 12210 330 Shrinkage Crack 63 9 55 103 109 O5N Crack extended in the east direction.
11/9/2017 | 12210 12210 330 Shrinkage Crack 83 19 72 83 01s




11/9/2017 12210 12210 330 Transverse Crack 40 94 110 0 100 025 Low severity. Crack extended in the north direction. Merge with crack 68.
11/9/2017 12210 12210 330 Shrinkage Crack 84 0 96 39 39 03s

11/9/2017 12210 12210 330 Shrinkage Crack 59 96 144 34 36 03S Crack extended in the west direction.

11/13/2017| 12870 12870 660 Shrinkage Crack 85 0 72 104 108 O3N

11/13/2017| 12870 12870 660 Shrinkage Crack 86 17 22 126 144 O3N

11/13/2017| 12870 12870 660 Longitudinal Crack 64 92 144 29 40 01S Low severity. Crack extended in the west direction. Merge into middle of crack 36.
11/13/2017| 12870 12870 660 Corner Break 45 122 144 82 144 010S Medium severity.

11/14/2017| 13530 13530 660 Shrinkage Crack 87 129 144 78 78 O1N

11/14/2017| 13530 13530 660 Longitudinal Crack 88 0 144 98 108 O2N Low severity.

11/14/2017 13530 13530 660 Transverse Crack 55 99 120 104 144 02N Low severity.

11/14/2017| 13530 13530 660 Longitudinal Crack 39 0 144 30 35 02S Low severity. Crack extended in the west direction.
11/14/2017 13530 13530 660 Corner Break 17 0 45 0 57 02S Medium severity.

11/14/2017| 13530 13530 660 Longitudinal Crack 84 0 144 36 39 03s Low severity. Crack extended in the east direction. Connect into crack 59.
11/14/2017| 13530 13530 660 Diagonal Crack 46 0 49 0 78 04s Low severity. Crack extended in the northwest direction. Merge with cracks 73 and 74.
11/15/2017| 14190 14190 660 Longitudinal Crack 85 0 144 104 108 03N Low severity. Crack extended in the east direction.
11/15/2017 14190 14190 660 Corner Break 89 127 144 0 31 010N Low severity.

11/15/2017| 14190 14190 660 Transverse Crack 78 15 31 0 37 03s Low severity. Crack extended in the north direction.
11/15/2017| 14190 14190 660 Shrinkage Crack 52 120 134 0 100 055 Crack extended in the north direction. Merge with cracks 58 and 81.
11/16/2017| 14850 14850 660 Transverse Crack 86 17 27 104 144 03N Low severity. Crack extended in the south direction.
11/16/2017| 14850 14850 660 Longitudinal Crack 90 0 27 109 109 O3N Low severity.

11/16/2017 | 14850 14850 660 Shrinkage Crack 91 129 144 35 40 04s

11/20/2017 | 15260 15260 410 Transverse Crack 48 99 124 0 144 O3N Low severity. Crack extended in the south direction.
11/27/2017| 16170 16170 660 Shrinkage Crack 92 66 69 45 48 01N

11/27/2017| 16170 16170 660 Shrinkage Crack 93 131 34 44 O1N

11/27/2017| 16170 16170 660 Shrinkage Crack 94 0 29 104 104 04N

11/27/2017| 16170 16170 660 Shrinkage Crack 95 50 55 65 65 O5N

11/27/2017| 16170 16170 660 Shrinkage Crack 96 100 20 32 07N

11/27/2017| 16170 16170 660 Shrinkage Crack 97 30 45 45 58 03s

11/27/2017| 16170 16170 660 Shrinkage Crack 98 57 61 3 16 04s

11/27/2017| 16170 16170 660 Shrinkage Crack 99 42 86 38 38 04s

11/27/2017| 16170 16170 660 Shrinkage Crack 100 24 4 7 055

11/27/2017| 16170 16170 660 Shrinkage Crack 101 0 33 105 123 065

11/27/2017| 16170 16170 660 Shrinkage Crack 102 71 76 115 133 08s




11/28/2017| 16830 16830 660 Shrinkage Crack 103 124 130 74 78 O1N

11/28/2017| 16830 16830 660 Shrinkage Crack 104 18 20 105 108 01s

11/28/2017 16830 16830 660 Longitudinal Crack 36 0 144 29 72 01S Medium severity.

11/28/2017 16830 16830 660 Longitudinal Crack 64 92 144 29 40 01S Medium severity.

11/28/2017| 16830 16830 660 Shrinkage Crack 105 8 11 45 45 025

11/28/2017| 16830 16830 660 Shrinkage Crack 106 73 0 5 05S

11/28/2017| 16830 16830 660 Corner Break 101 0 53 105 144 06S Low severity. Crack extended in the northeast direction.
11/29/2017| 17490 17490 660 Shrinkage Crack 107 76 78 49 54 O1N

11/29/2017 | 17490 17490 660 Shrinkage Crack 5 3 9 86 102 02N Crack extended in the southeast direction.
11/29/2017| 17490 17490 660 Shrinkage Crack 108 44 17 22 O9N

11/29/2017| 17490 17490 660 Shrinkage Crack 109 25 28 97 101 01S

11/29/2017| 17490 17490 660 Shrinkage Crack 110 8 12 135 137 065

11/29/2017| 17490 17490 660 Corner Break 111 112 144 102 144 075 Low severity.

11/30/2017 | 18150 18150 660 Shrinkage Crack 112 17 23 40 40 02N

11/30/2017 | 18150 18150 660 Shrinkage Crack 113 0 5 38 38 04N

11/30/2017| 18150 18150 660 Shrinkage Crack 63 0 78 103 109 O5N Crack extended in the east and west directions.
11/30/2017| 18150 18150 660 Corner Break 89 127 144 0 31 010N Medium severity.

11/30/2017| 18150 18150 660 Transverse Crack 78 15 38 0 64 03s Crack extended in the north direction. Merge with crack 97.
12/4/2017 18810 18810 660 Shrinkage Crack 114 0 18 109 116 01N

12/4/2017 18810 18810 660 Shrinkage Crack 115 0 15 80 88 02N

12/4/2017 18810 18810 660 Shrinkage Crack 116 17 67 72 04N

12/4/2017 18810 18810 660 Shrinkage Crack 117 136 133 139 OSN

12/4/2017 18810 18810 660 Shrinkage Crack 118 82 17 22 06N

12/4/2017 18810 18810 660 Shrinkage Crack 108 43 47 0 33 09N Cack extended in the north and south direction.
12/4/2017 18810 18810 660 Diagonal Crack 119 41 144 38 96 01S Low severity.

12/4/2017 18810 18810 660 Shattered Slab 120 01S Low severity.

12/4/2017 18810 18810 660 Longitudinal Crack 99 0 144 34 40 04s Low severity. Crack extended in the east and west direction. Merge with crack 91.
12/5/2017 19470 19470 660 Diagonal Crack 115 0 25 80 98 02N Low severity. Crack extended in the east direction.
12/5/2017 19470 19470 660 Longitudinal Crack 60 50 144 98 111 04N Low severity. Crack extended in the west direction.
12/5/2017 19470 19470 660 Shrinkage Crack 117 135 138 110 144 O5N Crack extended in the north and south direction.
12/5/2017 19470 19470 660 Longitudinal Crack 121 0 55 55 59 01S Low severity.

12/7/2017 20790 20790 660 Longitudinal Crack 60 0 144 98 111 04N Low severity. Crack extended in the west direction. Merge with crack 94.
12/12/2017| 22110 22110 660 Shrinkage Crack 103 60 130 74 103 O1N Crack extended in the north and west direction.




12/12/2017| 22110 22110 660 Longitudinal Crack 90 0 56 109 109 O3N Low severity. Crack extended in the east direction.
12/12/2017| 22110 22110 660 Shrinkage Crack 33 0 30 103 106 O5N Crack extended in the east direction. Merge with crack 63.
12/12/2017| 22110 22110 660 Shrinkage Crack 63 0 90 103 109 O5N Crack extended in the east direction.
12/12/2017| 22110 22110 660 Transverse Crack 78 15 38 0 106 03S Low severity. Crack extended in the north direction.
12/12/2017| 22110 22110 660 Shrinkage Crack 122 0 36 28 28 05S

12/13/2017| 22770 22770 660 Transverse Crack 55 99 120 104 144 02N Medium severity.

12/13/2017| 22770 22770 660 Transverse Crack 123 17 26 104 144 04N Low severity.

12/13/2017| 22770 22770 660 Shattered Slab 124 04N Low severity.

12/13/2017| 22770 22770 660 Transverse Crack 32 28 55 0 144 04N Medium severity.

12/13/2017| 22770 22770 660 Diagonal Crack 125 119 144 31 144 O5N Low severity.

12/13/2017| 22770 22770 660 Longitudinal Crack 63 0 119 103 109 O5N Low severity. Crack extended in the east direction.
12/13/2017| 22770 22770 660 Shrinkage Crack 96 100 108 0 43 O7N Crack extended in the north and south direction.
12/13/2017 | 22770 22770 660 Diagonal Crack 119 41 144 38 96 01s Medium severity.

12/13/2017 | 22770 22770 660 Shattered Slab 120 01s Medium severity.

12/13/2017 | 22770 22770 660 Longitudinal Crack 39 0 140 30 35 02s Medium severity.

12/13/2017| 22770 22770 660 Diagonal Crack 52 120 144 0 123 055 Medium severity. Crack extended in the north direction.
12/14/2017| 23298 23298 528 Longitudinal Crack 114 0 144 98 116 01N Low severity. Crack extended in the east direction. Intersected with crack 103.
12/14/2017 | 23298 23298 528 Longitudinal Crack 85 0 144 104 108 03N Medium severity.

12/14/2017 | 23298 23298 528 Shrinkage Crack 126 123 130 0 21 02s

12/18/2017| 23958 23958 660 Shrinkage Crack 127 0 7 115 115 02N

12/18/2017| 23958 23958 660 Joint Spall 117 135 144 110 144 O5N Low severity.

12/18/2017| 23958 23958 660 Joint Spall 128 135 144 0 34 010N Low severity.

12/18/2017 | 23958 23958 660 Longitudinal Crack 84 0 144 36 39 03S Medium severity.

12/18/2017 | 23958 23958 660 Shattered Slab 129 03S Low severity.

12/18/2017 | 23958 23958 660 Transverse Crack 78 15 38 0 144 03S Crack extended in the north direction.
12/18/2017| 23958 23958 660 Corner Break 101 0 53 105 144 065 Medium severity.

12/19/2017| 24618 24618 660 Shrinkage Crack 130 118 126 0 32 010N

12/19/2017| 24618 24618 660 Shrinkage Crack 131 129 30 44 010N

12/20/2017| 25118 25118 500 Longitudinal Crack 88 0 144 98 108 02N Medium severity.

12/20/2017| 25118 25118 500 Shattered Slab 132 02N Low severity.

12/20/2017| 25118 25118 500 Shrinkage Crack 133 0 23 28 44 055

12/21/2017| 25608 25608 490 Joint Spall 117 135 144 100 144 O5N Medium severity. Crack extended in the south direction.
12/21/2017| 25608 25608 490 Joint Spall 128 135 144 0 34 010N Medium severity.




12/26/2018| 25883 25883 275 Shrinkage Crack 134 70 108 143 08s
1/2/2018 26268 26268 385 Longitudinal Crack 63 0 144 103 109 O5N Crack extended in the east direction.
1/2/2018 26268 26268 385 Shattered Slab 135 O5N Low severity.
1/2/2018 26268 26268 385 Longitudinal Crack 99 0 144 34 40 04S Medium severity.
1/2/2018 26268 26268 385 Shrinkage Crack 136 44 53 141 141 07s
1/8/2018 27390 27390 462 Diagonal Crack 87 124 144 78 109 01N Low severity. Crack extended in the north and west direction.
1/8/2018 27390 27390 462 Diagonal Crack 137 124 144 109 118 O1N Low severity.
1/8/2018 27390 27390 462 Transverse Crack 40 94 139 0 144 02S Crack extended in the north direction.
1/9/2018 28050 28050 660 Diagonal Crack 138 0 32 35 78 025 Low severity.
1/10/2018 28710 28710 660 Longitudinal Crack 60 0 144 98 111 04N Medium severity.
1/10/2018 28710 28710 660 Longitudinal Crack 61 95 144 108 115 04N Medium severity.
1/10/2018 28710 28710 660 Transverse Crack 126 117 130 0 35 02S Low severity. Crack extended in the north direction.
1/10/2018 28710 28710 660 Shattered Slab 54 02S Medium severity.
1/10/2018 28710 28710 660 Shrinkage Crack 139 25 126 144 09s
1/11/2018 | 29370 29370 660 Corner Break 140 0 38 101 144 07S Low severity.
1/11/2018 29370 29370 660 Corner Break 111 112 144 102 144 07s Medium severity.
1/16/2018 30030 29370 660 Transverse Crack 141 108 98 112 O1N Low severity.
1/16/2018 | 30030 29370 660 Longitudinal Crack 142 108 124 112 112 01N Low severity.
1/16/2018 | 30030 29370 660 Longitudinal Crack 114 0 144 98 116 01N Medium severity.
1/16/2018 | 30030 29370 660 Shattered Slab 143 O1N Low severity.
1/16/2018 30030 29370 660 Longitudinal Crack 90 0 56 109 109 O3N Medium severity.
1/16/2018 30030 29370 660 Shattered Slab 124 04N Medium severity.
1/16/2018 30030 29370 660 Longitudinal Crack 63 0 144 103 109 O5N Medium severity.
1/18/2018 31350 29370 660 Transverse Crack 48 99 124 0 111 02N Medium severity.
1/18/2018 31350 29370 660 Shattered Slab 132 02N Medium severity.
1/24/2018 33330 29370 660 Diagonal Crack 96 100 144 0 73 O7N Low severity. Crack extended in the north and east direction.
1/30/2018 | 35970 29370 660 Shrinkage Crack 144 94 100 22 22 07N
1/31/2018 | 36630 29370 660 Shrinkage Crack 145 38 66 38 38 04N
2/1/2018 37290 29370 660 Shrinkage Crack 146 27 40 64 64 01N
2/1/2018 37290 29370 660 Shrinkage Crack 108 33 47 0 63 09N Crack extended in the north and west direction.
2/1/2018 37290 29370 660 Shrinkage Crack 130 118 134 0 66 010N Crack extended north and east. Merge with crack 131.




